
ITEM TEST METHOD 

98%Polyester Filament Yam+2%Polyester Carbon 
Composition 

Compound Filament yam 
ASTM-D-629 

Weave Plain 5mm grid 
.''

Weight 3.00 oz/y2 ±5% 

Width 60 inch 152 (cm) ±1" 

Warp 176 ends/ 69 ends/ 
Density inch (cm) 

Weft 94 ends/ 37 ends/ 

Warp Polyester 75D/72f +Conduct ive Yam 
Yarn Type 

Weft Polyester 75D/72f +Conductive Yam 

Surface Resistivity 1os-9 (42%R.H.,21  .C) ohm/square DIN 54345 

Friction Charges Warp 28 
v 

TIS Ll094-B 
Electrication Potential Weft 15 BEFORE WASH 

Warp 
Decay Time 

Weft 
±0.01 sec NFPA-99 

Air Permeability 4.01 cfin ASTM D737 

Warp 63.0 
Tensile Strength Kg 

Weft 69.4 

Warp 2.64 

ASTM D5034 

Tear  Strength Kg ASTM  D2261 
Weft 2.44 

Application For classl-lOclean room garment and shoes 

Style No. JG 

Colors:      White,  Light blue,  Navy,  Green




